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Presentation

These are styrene-butadiene copolymers produced by hot emulsion polymerization using either rosin or fatty acids soaps as emulsifier and coagulated by the salt-acid method.

Applications

Solvent based adhesives and sealants; molded, calandered or extruded rubber goods; hoses; conveyor belts; tires; retread; shoe soles and others.

	PROPERTIES (Typical values)
	SBR 1006
	SBR 1009
	SBR 1011
	SBR 1012
	SBR 1018

	Organic Acids, %
	5.2
	5.7
	5.7
	5.2
	4.0

	Soap, % max
	0.5
	0.5
	0.5
	0.5
	0.5

	Emulsifier
	Fatty Acid
	Fatty Acid
	Rosin Acid
	Fatty Acid
	Fatty Acid

	Bound Styrene, % weight
	23.5
	23.5
	23.5
	23.5
	-

	Cross-linked
	No
	Yes
	No
	No
	Yes

	Mooney Viscosity, massed ML (1+4), 100ºC
	47
	37.5
	54
	125
	-

	Stabilizer
	Non-staining
	Non-staining
	Non-staining
	Non-staining
	Non-staining


Packaging

Bales weighting 35kg, wrapped in LDPE film, disposed in boxes containing 36 bales each one.
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